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dispersion (Bogoliubov dispersion) at the Fermi wave vector (kr). Albeit with finite energy and
momentum resolutions, ARPES measures directly the band dispersion in the momentum space and
it can therefore identify precisely the minimum gap location. In practice, as well as in theory, the size
of the SC gap A characterizing the SC pairing interaction is simply given by the energy position of
the band dispersion at the minimum gap location (in other words the energy position of the ARPES
SC coherent peak at the minimum gap location). In this particular case, ARPES will measure a SC
gap A = 20 meV, the same value as we imposed. What would other probes measure?

The answer to the previous question depends on which physical quantity is probed. In princi-
ple, spectroscopic tools sensitive to the electronic bands and the spectral function A(k, w) (where
o = E — Ep), like scanning tunneling spectroscopy (STS) or optical conductivity, for example,
should observe the same value as ARPES. In contrast, some experimental techniques such as spe-
cific heat are rather very sensitive to non-zero density of states. The size A’ of the gap measured in
this case is thus determined by the energy for which the density of states becomes measurable rather
than the position of the band dispersion at the minimum gap location. Should A and A’ have the same
value? To answer this question, we first check the effect of different scattering on A(Kk, w). Scattering
affects directly the imaginary part X" (w, k) of the self-energy X(w, k) = Z'(w, k) + i £"(w, k). In
Figs. 2(c)-2(e), we show the energy distribution curves (EDCs) at kr when using an imaginary
part of the self-energy of the form X"(w) = &} + Z{|w| + E)w?, where £, £/ and T are all
positive constants. For sake of clarity, we first neglect the momentum dependence of scattering.
Figs. 2(c)-2(e) illustrate clearly that one of the most drastic effect of increasing any of the previous
parameters is to broaden the kr EDCs, as one can convince oneself by tracking the leading edge
gap. As a corollary, the broadening induced by scattering creates a non-zero density of states inside
the pairing gap A. Any experimental probe sensitive to this residual density of states would thus
measure an effective gap A’ smaller than A.

Unlike conventional superconductors, for which the mean free path and the lifetime of the Cooper
pairs are very long, the mean free path of Cooper pairs in high-temperature superconductors such as
the Fe-based superconductors is quite small, and their lifetime is accordingly short. This means that
scattering is indeed very important in the physics of these materials, and therefore it should not be a
surprise that some experimental probes record gaps smaller than the SC gaps measured by ARPES.
We now ask what can possibly act as a scatterer. Obviously, impurities can do so, and probably do
so in these quite “dirty” materials where doping is introduced through chemical substitution, but
the effect is expected to be momentum independent. Whether nearly-elastic interband scattering or
quasi-nesting can lead to high-temperature superconductivity in the Fe-based superconductors is
still a highly debated issue.! However, there is sufficient evidence showing that important interband
scattering near Er occurs in these compounds. Indeed, bands quasi-nested by the antiferromagnetic
wave vector Q show much broader SC coherent peaks in BagsKo4Fe,As,,'? as well as a kink or
anomaly in their electronic dispersion.>” A pseudogap possibly originating from antiferromagnetic
fluctuations also emerges in the underdoped regime of these materials.'>

Unlike impurity scattering, interband scattering varies according to the FS topology and the
momentum dependence of the corresponding self-energy can no longer be neglected. We illustrate
this effect schematically in Fig. 2(b) for the simplified case of a two-band system. Enhanced
scattering on the central FS pocket occurs around the blue and green spots, which are connected to
the FS pockets at (0,7) and (;r,0) by Q. As a function of the polar angle 6, one should expect an
antiferromagnetic scattering similar to the one described by the imaginary part of the self-energy
displayed in inset, which has 8 minima. In general, the exact number and position of minima depends
on the relative size and shape of the various FSs. For example, from the similar size of the FSs at
" and M in FeSeg 55 Teg 45,'° one should expect only 4 minima in the scattering function, which is
consistent with the 4 gap minima reported in a angle-resolved specific heat study.”® Assuming a
non-negligible interband scattering, the effective gap A’ measured by angle-resolved specific heat
and other probes sensitive to residual density of states should be anisotropic in our simulation, even
if the SC pairing gap itself is isotropic. Although A’ can serve as a good operational gap function for
the fabrication of devices, it is not appropriate to describe the pairing interaction when contamination
from scattering is non-negligible. We also point out that this effect may be amplified under external
magnetic field and when the gap size is relatively small, as in FeSe 55 Teg 45.°
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FIG. 3. (a) Intensity of the global SC gap function Ay = Aj sin k, sin k, obtained by considering the next-nearest neighbor
exchange coupling (J2) in the d-wave channel. The schematic FSs of a typical ferropnictide are overlapped. (b) Same as
(a) but for the Ay £ = Aj cosk, cosk, function derived in the s+-wave channel. (c) Absolute value of the global SC gap
function and FSs reported for FeSeq 55 Teo 45, which takes the form |Azcos kycos ky + (A3/2)(cos 2k, + cos 2ky)|.'9 (d) Same
as (c) but for Tlg 63 K0A37Fezsez.21’22

‘We now describe the notion of global gap that is central to the strong coupling approach. Within
this approach, the magnetic interactions are simply described in the real space using 8(rj — rj)
functions at the distance between the neighbors i and j considered. Their momentum dependence,
obtained by performing a Fourier transformation, are then expressed as a combination of simple sine
and cosine functions.® The global SC gap determined from the strong coupling approach are naturally
proportional to these functions. For example, the next-nearest neighbor interactions in the d-wave
and s-wave channels lead to SC gaps of the forms Ay = A, sink, sink, and A; & = A; cos k, cos ky,
as illustrated in Figs. 3(a) and 3(b), respectively. In the same figures, we trace the schematic FS of
the ferropnictide superconductors, for which the next-nearest neighbor antiferromagnetic exchange
coupling constant (J,) dominates.® The SC gap expected for each kx value depends simply on its
position (k, ky). Figure 3(a) indicates clearly that the d-wave pairing is not favorable for this material
since each FS falls at momentum locations for which the global SC gap is very small. In contrast,
the s -wave function offers a good optimization of the SC gap on each FS.

Sometimes, magnetic interactions between two sites are not sufficient to describe the magnetic
ground states of the studied materials, and more parameters are needed. For example, inelastic
neutron scattering experiments suggest that unlike the ferropnictides, the interaction between next-
next-nearest neighbors is not negligible in the ferrochalcogenides.*® This experimental observation
is translated in the momentum space by the introduction of a function of the form (As/2)(cos 2k,
+ cos 2ky) for the SC gap function. In Figs. 3(c) and 3(d), we overlap the FSs and the absolute value
of the global SC gap functions derived experimentally for FeSe 55 Teo 45" and Tly 63K 37Fe,Ses, 2
respectively. For FeSeq ssTeq4s, the SC gap is larger at the M point,'? in agreement with the strong
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FIG. 4. (a) Comparison of the polar dependence of the SC gap in LiFeAs measured by ARPES?® and Fourier transform STS.?
The green curves represent the fit of the ARPES data to the strong coupling function |A; cos k. cos ky|. The insets shows a
polar representation of the same ARPES data. (b) Fit of the ARPES data on the strong coupling function |A; cos k, cos ky|
using a single global parameter. The inset indicates the momentum locations where the superconducting gap was recorded.

coupling approach. More importantly, while the observation of large SC gap in the absence of hole FS
at the I" point in the 122-ferrochalcogenides illustrates the failure of the electron-hole quasi-nesting
scenario to explain superconductivity in this family of compounds,?'~2*3! the presence or not of FS
at I is totally less relevant in the framework of the strong coupling approach. Indeed, the global gap
structure of Tly 63Ko.37Fe,Se,, which can be viewed as an (TI, K)-intercalated 11-chalcogenide, has
the same form as in FeSeg 55 Teg 45.

The intensity plots shown in Figs. 3(b)-3(d) suggest that the SC gaps measured in the ferrop-
nictides and ferrochalcogenides should be more or less isotropic. For example, a fit of the strong
coupling function to experimental results on NaFe( 95Co o5 As indicate only very small anisotropy.20
However, the strong coupling approach does not prevent some anisotropies for certain shapes of FS.
In Fig. 4(a), we compare the angular dependence of the SC gap derived from ARPES?® and Fourier
transform STS?? measurements of LiFeAs. Both series of results agree remarkably well, indicating
that they describe exactly the same physics. Although the o band exhibits an almost constant SC
gap, the gap size on the B FS varies from 2 to 3 meV, which is not negligible. As shown in the
inset of Fig. 4(a), a cos 46 term is necessary to expressed the polar dependence of the SC gap on the
B FS taken separately.®®>" This representation becomes even simpler when we consider a global
SC gap function. In Fig. 4(b), we show a fit of the 8 and o bands with a single global parameter.
Interestingly, the SC gap for both bands fall perfectly on the cos k.cos k, gap function, showing that
the observed anisotropy is a mere consequence of the shape of the FSs. We caution though that
an anisotropic behavior that cannot simply described in terms of a global SC gap is also observed
around the M point,?®?” as shown in Fig. 1(f). However, this behavior might be explained in terms
of band hybridization.?®

So far we considered only 2D electronic band structures. However, the band structure of the Fe-
based superconductors has a non-negligible 3D component! that should be included for a complete
characterization of the SC gap. In practice, ARPES can access the band dispersion perpendicularly
to the probed surface by varying the energy of the incident photons.>*> We show in Fig. 5(a) the
results obtained on Bag 6K 4Fe;As; over a wide photon energy range.34 While the SC gap on the
and y FSs are almost constant, the amplitude of the SC gap on the « band is clearly modulated as
photon energy is tuned. This effect can be better expressed by plotting the data with respect to the
perpendicular momentum k.3 as illustrated in Fig. 5(b). In contrast to Bag Ko 4Fe,As,, Fig. 5(c)
indicates that all the SC gap in Tly 3K 37Fe,Se, are nearly independent of k.2 Itis interesting to
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FIG. 5. (a) ARPES measurement of the SC gap on various FS sheets in Bag ¢Ko4Fe;As; as a function of photon enelrgy.34
(b) Same data but plotted as a function of the perpendicular momentum k;.>* The solid curves illustrate the k, dependence of
the SC gap. (c) Same as (a) but for Tly 63K 37Fe2Se,. The data are extracted from Refs. 21 and 22. (d) Fit of the ARPES gap
data on Bag Ko 4Fe>Asy>* on a global SC gap function that includes an inter-plane coupling. (e) Fit of the ARPES gap data
on Tlo ¢3Ko.37Fe2Sex 222 on a 2D global SC gap function.

point out though that none of the hole FS pockets, on which k, variation of the gap is observe in
Bag ¢Ko4Fe,As,, emerges at Ep in Tly ¢3Ko.37FesSes.

Figure 5(d) shows explicitly the fit of the various FSs in Bag¢Ko4Fe,As, on a single global
gap function with only two parameters, that is to say A, associated to the local exchange coupling
constant J, prevailing in this material, and A, characterizing the inter-plane coupling. Despite little
deviation, the fit shows a reasonable agreement with the experimental data. Similarly, Fig. 5(e) also
shows explicitly the fit of the various FSs in Tlj 63K 37Fe,Se; on a single global gap function with
only two parameters. It this particular case though, the inter-plane coupling is neglected but the
gap function includes the contributions from both J, and J3, the non-negligible next-next-nearest
neighbor exchange coupling constant in the ferrochalcogenides.?” Within error bars, the gap function
fits the data pretty well.

In searching for the mechanism leading to high-temperature superconductivity, simplicity and
universality appear as fundamental criteria. Not only the global gap functions derived from the
strong coupling approach can have their form predicted from the analysis of independent inelastic
neutron scattering measurements of spin-wave dispersions, they are indeed very simple, with only a
few parameters. The remarkable agreement between the ARPES gap data and the inelastic neutron
scattering data via the gap functions derived from the strong coupling models suggest that the physics
contained in these models is at least partly appropriate to describe the Fe-based superconductors.
More importantly, not only such approach seems valid for all Fe-based superconductors, as we
showed in this paper, it is also consistent with the gap symmetry of the cuprates.®

In summary, we presented sufficient evidences to show that the weak coupling approaches are
most likely inadequate to describe properly the SC gap in the Fe-based superconductors. The most
significant are the quite robust nodelessness of the SC gap, which is free of strong anisotropy in almost
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every Fe-based superconductors, and the absence of hole FS pocket in the 122-ferrochalcogenides,
thus preventing any electron-hole FS quasi-nesting. In contrast, the use of global functions as
derived from the strong coupling approach can explain the relative lack of anisotropy in the SC gap
of these systems. In addition, it can explain the stronger anisotropy detected in LiFeAs. Although the
current models may still need refinement, our ARPES measurements clearly suggest that the strong
coupling approach is more suitable for a universal description of superconductivity in the Fe-based
superconductors.
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