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Exotic Kondo crossover in a wide temperature region in the topological Kondo
insulator SmB6 revealed by high-resolution ARPES
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Temperature dependence of the electronic structure of SmB6 is studied by high-resolution ARPES
down to 1 K. We demonstrate that there is no essential di�erence for the dispersions of the surface
states below and above the resistivity saturating anomaly (� 3.5 K). Quantitative analyses of the
surface states indicate that the quasi-particle scattering rate increases linearly as a function of
temperature and binding energy, which di�ers from Fermi-Liquid behavior. Most intriguingly, we
observe that the hybridization between the d and f states builds gradually over a wide temperature
region (30 K < T < 110 K). The surface states appear when the hybridization starts to develop.
Our detailed temperature-dependence results give a complete interpretation of the exotic resistivity
result of SmB6, as well as the discrepancies among experimental results concerning the temperature
regions in which the topological surface states emerge and the Kondo gap opens, and give new
insights into the exotic Kondo crossover and its relationship with the topological surface states in
the topological Kondo insulator SmB6.

PACS numbers: 73.20.-r, 71.20.-b, 75.70.Tj, 79.60.-i

I. INTRODUCTION

Recently topological insulators (TIs) [1, 2] with strong
correlation e�ects have been extensively studied [3{8],
and particular interest has focused on realizing new types
of TIs in exotic materials that contain rare-earth ele-
ments. SmB6, a well-known Kondo insulator (KI), has
attracted much attention because it has been proposed
to be a promising topological Kondo insulator (TKI)
candidate where both electron correlations and nontriv-
ial band topology play important roles [3{5]. At high
temperature, SmB6 behaves as a correlated bad metal.
Upon decreasing temperature, a metal-to-insulator tran-
sition (MIT) occurs due to the opening of a hybridiza-
tion band gap. However, below � 3.5 K the resistivity
saturates instead of diverging toward absolute zero, indi-
cating the existence of in-gap states at low temperature
[9{11]. Strong evidence for surface-dominated transport
at low temperature has been reported [12{18], suggest-
ing that the in-gap states have a surface origin. How-
ever, in transport measurements it is very challenging
to distinguish the topology of these in-gap states. On

� nan.xu@psi.ch
y ming.shi@psi.ch

the other hand, ARPES experiments have resolved that
there is a surface Fermi surface (FS) formed by an odd
number of electron-pockets around Kramers0 points in
the surface Brillouin zone (SBZ) [19{21]. Furthermore,
a spin-resolved ARPES experiment has revealed that the
metallic surface states are spin polarized, and the spin
texture ful�ls the condition that they are topologically
nontrivial states protected by time reversal symmetry,
thus indicating that SmB6 is the �rst realization of a
TKI [22]. However, so far, almost all the ARPES mea-
surements have been carried out at temperatures near or
above the resistivity anomaly (� 3.5 K), below which the
resistivity saturates. It is highly desirable to explore the
detailed electronic structure and low-energy excitations
of SmB6 well below the resistivity saturating anomaly
in order to understand its low-temperature electronic
properties and to observe how such a topological state
behaves in the presence of strongly correlation e�ects
in the bulk. More fundamentally, there is controversy
about the temperature behavior of the Kondo crossover
and its relationship with the topological surface states
[19{21, 23{25]. In this letter we present high-resolution
ARPES results obtained over a large temperature range
from the high-temperature metallic phase down to very
low-temperature (1 K), deep in the Kondo regime of
the bulk states. The combination of very low sample
temperatures, high energy-resolution ARPES, and high-
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FIG. 1. Real- and momentum-space structure of SmB6. (a) CsCl-type structure of SmB6 with Pm�3m space group. (b)
First Brillouin zone of SmB6 and the projection on the cleaving surface. High-symmetry points are also indicated. (c) ARPES
intensity mapping of the Fermi surface at T = 1 K for SmB6 plotted as a function of 2D wave vector. The Fermi surface was
measured at h�= 26 eV (kz = 0 for the bulk electron structure). The intensity is obtained by integrating the spectrum within
�2 meV of EF . (c) Same as (a), but for T = 17 K. The intensity is obtained by integrating the spectrum within �5 meV of
EF .

quality SmB6 single crystals make it possible to trace
the detailed dispersions of the surface states in the nar-
row bulk band gap (� 20 meV), as well as the spec-
tral function of single-particle excitations as a function
of temperature across the resistivity saturating anomaly.
Our quantitative temperature-dependent ARPES results
show that a crossover occurs from the high-temperature
metallic phase to the low-temperature Kondo insulating
phase over a wide temperature region. The data fur-
thermore demonstrate how the topologically non-trivial
surface states emerge. Our results give a comprehensive
interpretation of the exotic resistivity behavior of SmB6

in terms of the electronic structure and explain the dis-
crepancies between various experimental results in the
temperature region in which d-f hybridization and topo-
logical surface states emerge.

High-quality single crystals of SmB6 were grown by

ux method. ARPES measurements were performed
with VG Scienta R4000 electron analyzers using syn-
chrotron radiation at the 13 endstation at BESSY and
the SIS beamline at Swiss light source, Paul Scherrer
Institut, with circular light polarization. The energy
and angular resolutions were � 5 - 10 meV and 0.2�,
respectively. Samples were cleaved in-situ along the
(001) crystal plane in an ultrahigh vacuum better than
3�10�11 Torr. Shiny mirror-like surfaces were obtained

after cleaving, con�rming their high quality. The Fermi
level of the samples was referenced to that of a gold �lm
evaporated onto the sample holder.

II. RESULT

A. Surface band structure below the resistivity
saturating anomaly

To compare the surface electronic structure at tem-
peratures below and above the resistivity saturating
anomaly (� 3.5 K), we mapped the FS of the surface
states at 1 K and 17 K. Figure 1(c) shows the FS mapped
with h� = 26 eV (kz = 4� for the bulk states) at T =
1 K, where the resistivity is fully saturated in transport
measurements [9{11]. The FS was obtained by integrat-
ing the ARPES intensity within a narrow energy window
centered at EF (� 2 meV). The de�nitions of the high
symmetry points and their projections on SBZ of (100)
surface are given in Fig. 1(b), which depicts the CsCl-
type structure of SmB6 in real space (Fig. 1(a)). For
comparison, in Fig. 1(d) we plot the FS map at T =
17 K [19], which is well above the resistivity saturating
anomaly. One can recognize that the topology of the FS
is essentially the same on both sides of the resistivity
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FIG. 2. Surface band dispersions in SmB6 at very low temperature (1 K). (a) Near-EF ARPES intensity. (b)
corresponding plot of the curvature of the EDC intensities. (c) Plot of EDCs measured at h� = 26 eV as a function of wave
vector and EB along the cut along the ��� �X direction. The curve above is the MDC taken at EF . (d)-(f) Analogous to (a)-(c),
but for the cut along the �X� �M direction. The dashed lines in (c) are the band dispersion obtained from the EDCs. The black
(red) arrow in (c)/(d) indicates the crossing point of the two surface state branches with di�erent spin-polarizations.

saturating anomaly - namely, the FS is formed by the
� pocket centered within the SBZ (�� point) and the �
pockets sitting at the midpoints of the SBZ edges ( �X
points). However the ARPES spectral weight of the FS
is signi�cantly enhanced at 1 K. This allows us to visu-
alize the FS of the �0 band at the �X points (folding of
the � band resulting from 1�2 surface reconstruction)
in addition to the �0 band observed in Ref. [19, 21].
The identical dispersions of the surface states below and
above the resistivity saturating anomaly revealed in our
ARPES experiments con�rm that the in-gap states in-
ferred from transport measurements at very low temper-
ature [12{16] and surface states observed in the previous
ARPES studies [19{21] have essentially the same origin.

To trace the �ne structure of the surface state inside
the narrow Kondo gap, we carried out high-resolution
ARPES measurement (< 5 meV) at 1 K in order to sup-

press thermal broadening e�ects. Figures 2(a) and 2(d)
display the intensity plots along the ��- �X and �X- �M di-
rections, respectively. Similar to the observations at T �
17 K [19], the bulk 
 band hybridizes with the localized f
states, open a hybridization band gap �B � 20 meV, and
this feature is enhanced in curvature plots [26] (Figs. 2(b)
and 2(e)), as well as in energy distribution curves (EDCs)
(Figs. 2(c) and 2(f)). Inside the hybridization band gap,
we clearly see the � and � bands centered at the �� and �X
points, which form the FSs shown in Fig. 1(c). With the
ultra-low temperature and high energy-resolution in the
measurements, the spectral weight of the in-gap states
is strongly enhanced, especially for the � band, which is
clearly observed with a well-de�ned quasi-particle peak
in the EDCs plot at 1 K (Fig. 2(c)). The enhanced
spectrum weight of the � band makes it possible to ob-
serve the folded �0 band centered at �X, as shown in the
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FIG. 3. Quantitative analysis of the surface state dispersion in SmB6. (a) Near-EF ARPES intensity for SmB6

measured at h� = 26 eV as a function of EB and wave vector along the �X� �M direction. The blue curve is the dispersion of the
� band traced by MDC �tting. (b) Corresponding MDC plots �tted by Lorentzian peaks (blue curves). (c) The imaginary part
of the self-energy (Im�) of the Lorentzian-shaped MDC peaks at very low temperature (1 K). Standard deviations from the
�tting are within 5% of the obtained value. (d) MDCs taken at EB = 5 meV with di�erent temperatures, �tted by Lorentzian
peaks (black curves). (e) Temperature dependence of Im� of the Lorentzian-shaped MDC peaks at EB = 5 meV for two
di�erent samples.

ARPES intensity plot and the momentum distribution
curve (MDC) taken at EF (Fig. 2 (d)). We note that
this 0missing0 folding band has not been observed in pre-
vious ARPES experiments.

The high-quality data also enable us to trace the dis-
persion of the surface bands in detail. As shown in Fig.
2(a), our results suggests a cone-like dispersion of the �
band with a Dirac point (DP) very close to the bulk va-
lence band. At deeper energies, the � band eventually
merges with the localized f states. For the � band, due
to photoemission matrix element e�ects, the left branch
in Fig. 2(d) is more enhanced than the right one. Fol-
lowing the dispersion of the � band by �tting MDCs, we
�nd that it linearly disperses from EF down to EB �
20 meV and then shows a back-bending back behavior.
The two branches cross each other at the �X point as in-
dicated by the black arrow, and �nally merge to the bulk
f states as shown in Fig. 2(d). This feature is better
visualized in the curvature plot (Fig. 2(e)) and in the
EDC plots (Fig. 2(f)). Thus, the ultra-low temperature
and high-resolution ARPES results give a clear picture
of the dispersions of the surface states, and show how

these in-gap surface states, the � and � bands, connect
to the bulk valence bands. The new insights about the
dispersion of the � band at the �X points naturally ex-
plains why its intensity suddenly decrease at a binding
energy of � 20 meV. It should be mentioned that a simi-
lar situation, but without a clear DP, is also observed on
the �rst three-dimensional TI Bi1�xSbx [27].

B. Single particle scattering rate of the surface
states

To extract the single particle scattering rate of the sur-
face states, we �t the MDCs with a single Lorentzian
[28]. The width of the Lorentzian peak, �k(!), is related
to the quasi-particle scattering rate �(!) = 2jIm�(!)j
= �k(!)v0(!), where v0(!) is the Fermi velocity and
jIm�(!)j is the imaginary part of the complex self-
energy. Figure 3(b) shows MDCs at various binding en-
ergies from the ARPES spectrum shown in Fig. 3(a).
The clean spectra at low binding energy near EF en-
able us to �t the MDCs accurately. However, at EB
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FIG. 4. Temperature dependence of the surface and bulk states in SmB6. (a) ARPES spectrum as a function of
binding energy and wave vector along �X-��- �X. (b)-(c), EDCs taken at the kF points of the � and � bands (the EDCs indicated
by E1 and E2 in (a)), respectively, at various temperatures. ARPES data taken after thermal cycling is shown by 1K(R) in
(b), which demonstrates that the in-gap states are robust and protected against repeated thermal cycling. (d) MDCs taken
at EF along the �X- �M direction over the temperature range from 17 K to 150 K. (e) MDCs taken at EB = 30 meV along the
�X- �M direction over the same temperature range. (f) Temperature dependence of the intensity of the surface state � band and

the bulk conduction band with(without) hybridization with the f electrons 
H(
norm). (g) EDCs taken at the kF points for
the 
 band (the positions of the EDCs are indicated by E3 in Fig. 5(a)), at various temperatures.

> 15 meV, the spectra are mixed with the bulk states,
as well as the bending back part of the � band. As
shown in Fig. 3(c), the obtained jIm�(!)j has a lin-
ear energy dependence that is not expected from the
three-dimensional (jIm�(!)j / !2) and two-dimensional
(jIm�(!)j / (!2/"F )ln(4"F /!)) Fermi liquid theory. On
the other hand, this linear dependence of the scattering
rate �(!) in SmB6 is similar to that of the Dirac fermions
observed in graphene [29], and other 3D topological in-
sulator, such as Bi2Se3 [30]. The unusual behavior of
the energy dependence of the suppressed scattering rate
suggests the topologically non-trivial nature of the sur-
face state on SmB6. We have also �tted the MDCs of
the � band at EB = 5 meV for di�erent temperatures
(Fig. 3(d)) and obtained the temperature dependence of
the self-energy as summarized in Fig. 3(d). Im�(!) in-
creases with temperature at a constant rate, which also
deviates from the Fermi liquid theory. It is worthy to
mention the scattering rate increases faster than the pre-
vious non-interacting TIs [30] with rising temperature.
This behavior may be due to the strong correlation e�ect
in the TKI SmB6 because electron-electron correlations
can open additional channels to reduce the lifetime of
single-particle excitations.

C. Exotic Kondo crossover in a wide temperature
region

So far, the temperature behavior of the surface states
and its relation to the Kondo gap arising from the d-f
hybridization in SmB6 are still controversial issues. Some
ARPES [20] and STM [23] studies claim that the surface
state exists inside the hybridization gap only below 30 K;
above 30 K, the surface state disappears, accompanied by
the complete destruction of the d-f hybridization. On the
other hand, other ARPES investigations on the same ma-
terial [19, 21, 24] indicate that the surface states can exist
as high as 110 K. The interplay between the surface states
and the hybridization between the 
 band and f states,
as well as their relationship with the exotic resistivity-
temperature behavior [9{11] are currently under debate.
To examine the temperature dependence and evolution
of the surface states and the d-f hybridization, we per-
formed detailed high-resolution ARPES measurements in
the temperature range from 1 K to 280 K. Figure 4(b)
shows the evolution of the EDC located at the kF of the
� band, as indicated by E1 in Fig. 4(a), from 1 K to
20 K. The � band has a well-de�ned quasi-particle peak
in the temperature region below 3.5 K where the resis-
tivity saturates. Upon increasing temperature, the co-
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FIG. 5. The illustrations of surface and bulk band
structure at di�erent temperature regions. (a), (c) and
(e), ARPES intensity plots for 17, 70, and 280 K, correspond-
ing to temperature points in R1, R2, and R3 in Fig. 4(e), re-
spectively. (b), (d) and (f) Illustrations of the band structure
in R1, R2, and R3 in Fig. 4(f), respectively.

herent spectral weight decreases monotonically but does
not show any anomaly up to 20 K. Cooling the sample
back to 1 K, the spectral weight is recovered without
any degradation caused by aging (1K(R) in Fig. 2(b)).
A similar temperature dependence is also observed for
the � band in Fig. 4(c) (E2 cut in Fig. 4(a)). Above
20 K, it is di�cult to trace the quasi-particle peaks in
the EDCs for both � and � due to thermal broadening
of the strong f electron peak at EB � 20 meV. How-
ever, the spectral peak can still be clearly observed in
the MDC at EF , as shown in Fig. 4(d) for temperatures
from 17 K to 150 K. The double peaks of the � band
monotonically become weaker with increasing tempera-
ture and disappear between 110 K and 150 K. Our results
demonstrate that the surface states can exist up to tem-
peratures as high as 110 K. However, we notice that at
temperatures T � 45 K, some intensity emerges between
the two MDC peaks. The spectral weight in this region
increases as the temperature is raised and becomes dom-
inant at 150 K, corresponding to the bulk band (
norm),
which crosses EF without hybridizing with the f states.
The temperature behavior of the 
 band is con�rmed by

the EDCs taken at the kF of the 
norm band for di�erent
temperatures in Fig. 4(g), with the position indicated
by E3 in Fig. 5(a). When T � 45 K, some intensity
emerges within the hybridization gap (EB < 20 meV)
and becomes dominant at T > 110 K. In order to quan-
titatively analyze the strength of the d-f hybridization,
we plot the MDCs for di�erent temperatures at EB =
30 meV in Fig. 4(e), with the position indicated by the
black line in Fig. 5(a)-5(f). Besides the double peaks
centered around the �X point, which are the residual in-
tensity of the � band surface state, an additional peak
on the right shoulder corresponds to the 
H band which
hybridizes with the f states (see Figs. 5(a) and 5(b)), as
indicated by the red region in Fig. 4(e). The intensity
of the 
H band shows opposite temperature behaviour
to the 
norm band, decreasing as temperature is raised.
We extract the intensity for the surface band � (peak
intensity in the green region in Fig. 4(d)) and the bulk
band 
norm, which crosses EF without hybridizing with
the f electrons (intensity in the blue region in Fig. 4(d)),
as well as the intensity of the bulk band 
H , which hy-
bridizes with the f electrons (intensity in the red region
Fig. 4(e)). These intensities are plotted for di�erent tem-
peratures in Fig. 4(f). Our temperature results suggest
that the hybridization between the 
 band and localized
f states is a crossover process in a large temperature re-
gion. At the d-f hybridization crossover region (R2 in Fig
4(f)), the 
norm band crossing EF without hybridization
with the f states coexists with the hybridized 
H band.
The ratio of 
norm/ 
H decreases with cooling down the
temperature, and reach the minimum at T < 30 K. This
indicates the Kondo crossover in SmB6 occurs over a wide
temperature range, starting at T = 110 K and complet-
ing at T = 30 K.

III. DISCUSSION

The aforementioned results, especially the observation
of the Kondo crossover in a wide temperature region,
provide new insights into the evolution of the electronic
structure with temperature in SmB6 and its connection
with the exotic resistivity as a function of temperature
[9{11]. In the high temperature region (R3 in Fig. 4(f)),
the bulk 
norm band crosses EF without hybridizing with
the f states, as illustrated in Fig. 5(f), as well as in the
ARPES intensity plot at 280 K in Fig. 5(e). There-
fore, in this temperature regime, SmB6 shows metallic
behavior in transport due to the carriers contributed by
the FSs of the 
norm band. When the material is cooled
gradually from 110 K to 45 K (R2 in Fig. 4(f)), the bulk

norm band starts to hybridize with the f states, as in-
dicated by the bent back dispersion at EB � 20 meV
shown in Figs. 5(c)-5(d). During this crossover region,
the partial 
norm band still crosses EF , coexisting with
the hybridized 
H band, with the ratio of relative intensi-
ties 
norm/
H decreasing with falling temperature (Fig.
4f). In the meantime, the surface state emerges when the
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d-f hybridization starts to develop and band inversion of
the f and d electrons occurs. Due to the partial 
norm
band that still crosses EF in the crossover region (R2),
SmB6 is still a bad metal in this region. When SmB6

is cooled further down to below 30 K, the hybridization
between the 
 band and the f states becomes complete,
as indicated by a clean gap opening at the kF position of
the 
 band in Fig. 4(g). The complete bulk hybridization
and gap opening (as seen in Figs. 5(a)-5(b)) turns the
system into a bulk insulator and corresponds to the MIT
transition [9{11]. At very low temperatures (below 3.5
K), the surface states dominate the transport properties,
causing the resistivity to saturate instead of diverging as
the temperature approaches zero.

Our temperature-dependent data unify the seemingly
con
icting observations on SmB6 by di�erent groups. In
the crossover region (R2 in Fig. 4(f)), the weak surface
state � and � bands can hardly be distinguished from
the tail of the broad and strong f states peak sitting at a
shallow binging energy of about 20 meV. As a result, the
surface state bands are only observed in the very near-EF
MDCs measured by ARPES [19, 21, 24]. On the other
hand, in the temperature crossover region, due to the ex-
istence of the partial 
norm band crossing EF , the gap

seems closed as observed in density of states for both par-
tially angle-integrated ARPES [20] and STM [23]. Our
temperature dependent ARPES results on SmB6 give a
comprehensive picture of the development of the topo-
logical surface states and the Kondo gap due to the d-f
hybridization, which could account for its exotic resistiv-
ity behavior as a function of temperature. To our knowl-
edge, this constitutes the �rst observation that the Kondo
crossover in SmB6 takes place over such a wide crossover
temperature regime, and the origin of such behavior de-
serves further studies. One mechanism candidate is that
the Kondo temperature near the surface region is di�er-
ent from the one in the bulk, following from the fact that
the conduction electrons density of states at the surface
di�er from that in the bulk.

ACKNOWLEDGMENTS

We acknowledge H.M. Weng, X. Dai and Z. Fang for
helpful discussions. This work was supported by the
Sino-Swiss Science and Technology Cooperation (Project
No. IZLCZ2138954), the Swiss National Science Founda-
tion (No. 200021-137783), and MOST (2010CB923000),
NSFC.

[1] M. Z. Hasan and C. L. Kane, Rev. Mod. Phys. 82, 3045
(2010).

[2] X. L. Qi and S.C. Zhang, Rev. Mod. Phys. 83, 1057
(2011).

[3] M. Dzero, K. Sun, V. Galitski and P. Coleman, Phys.
Rev. Lett. 104, 106408 (2010).

[4] M. Dzero, K. Sun, P. Coleman and V. Galitski, Phys.
Rev. B 85, 045130 (2012).

[5] F. Lu, J. Z. Zhao, H. Weng, Z. Fang and X. Dai, Phys.
Rev. Lett. 110, 096401 (2013).

[6] D. Pesin and L. Balents, Nat. Phys. 6, 376 (2010).
[7] X. Zhang, H. Zhang, J. Wang, C. Felser and S. C. Zhang,

Science 335, 1464 (2012).
[8] X. Y. Deng, K. Haule and G. Kotliar, Phys. Rev. Lett.

111, 176404 (2013).
[9] A. Menth, E. Buehler, and T.H. Geballe, Phys. Rev. Lett.

22, 295 (1969).
[10] J. W. Allen, B. Batlogg and P. Wachter, Phys. Rev. B

20, 4807 (1979).
[11] J. C. Cooley, M. C. Aronson, Z. Fist and P. C. Can�eld,

Phys. Rev. Lett. 74, 1629 (1995).
[12] S. Wolgast, C. Kurdak, K. Sun, J. W. Allen, D.-J. Kim,

and Z. Fisk, Phys. Rev. B 88, 180405 (2013).
[13] D. J. Kim, S. Thomas, T. Grant, J. Botimer, Z. Fisk and

Jing Xia, Scienti�c Reports 3, 3150 (2013).
[14] G. Li, Z. Xiang, F. Yu, T. Asaba, B. Lawson, P. Cai, C.

Tinsman, A. Berkley, S. Wolgast,Y. S. Eo, D.-J. Kim, C.
Kurdak, J. W. Allen, K. Sun, X. H. Chen, Y. Y. Wang,
Z. Fisk, Lu Li, arXiv:1306.5221v1 (2013).

[15] D. J. Kim, J. Xia and Z. Fisk, Nat. Maters. 13, 466
(2014).

[16] F. Chen, C. Shang, A. F. Wang, X. G. Luo, T. Wu, and

X. H. Chen, arXiv:1309.2378 (2013).
[17] Z. J. Yue, X. L. Wang, D. L. Wang, S. X. Dou, J. Y.

Wang, arXiv:1309.3005 (2013).
[18] S. Thomas, D.J. Kim, S. B. Chung, T. Grant, Z. Fisk

and Jing Xia, arXiv:1307.4133 (2013).
[19] N. Xu, X. Shi, P. K. Biswas, C. E. Matt, R. S. Dhaka,

Y. Huang, N. C. Plumb, M. Radovic, J. H. Dil, E. Pom-
jakushina, K. Conder, A. Amato, Z. Salman, D. McK.
Paul, J. Mesot, H. Ding, and M. Shi, Phys. Rev. B 88,
121102(R) (2013).

[20] M. Neupane, N. Alidoust, S.-Y. Xu, T. Kondo, Y. Ishida,
D.J. Kim, Chang Liu, I. Belopolski, Y.J. Jo, T.-R.
Chang, H.-T. Jeng, T. Durakiewicz, L. Balicas, H. Lin,
A. Bansil, S. Shin, Z. Fisk and M.Z. Hasan, Nat. Com-
mun. 4, 2991 (2013).

[21] J. Jiang, S. Li, T. Zhang, Z. Sun, F. Chen, Z.R. Ye, M.
Xu , Q.Q. Ge , S.Y. Tan, X.H. Niu, M. Xia, B.P. Xie, Y.F.
Li, X.H. Chen, H.H. Wen and D.L. Feng, Nat. Commun.
4, 3010 (2013).

[22] N. Xu, P. K. Biswas, J. H. Dil, R. S. Dhaka, G. Landolt,
S. Mu�, C. E. Matt, X. Shi, N. C. Plumb, M. Radovic,
E. Pomjakushina, K. Conder, A. Amato, S.V. Borisenko,
R. Yu, H.-M. Weng, Z. Fang, X. Dai, J. Mesot, H. Ding,
and M. Shi, Nat. Commun. 5, 4566 (2014).

[23] M. M. Yee, Y. He, A. Soumyanarayanan, D. J. Kim, Z.
Fisk, and J. E. Homan, arXiv:1308.1085v1 (2013).

[24] C.-H. Min, P. Lutz, S. Fiedler, B. Y. Kang, B. K. Cho,
H.-D. Kim, H. Bentmann, and F. Reinert, Phys. Rev.
Lett. 112, 226402 (2014).

[25] J. D. Denlinger, J. W. Allen, J.-S. Kang, K. Sun, J.-
W. Kim, J.H. Shim, B. I. Min, D. J. Kim, Z. Fisk,
arXiv:1312.6637 (2013).



8

[26] P. Zhang, P. Richard, T. Qian, Y.-M. Xu, X. Dai and H.
Ding, Rev. Sci. Instrum. 82, 043712 (2011).

[27] D. Hsieh, D. Qian, L. Wray, Y. Xia, Y. S. Hor, R. J. Cava
and M. Z. Hasan, Nature 452, 970 (2008).

[28] T. Valla, A. V. Fedorov, P. D. Johnson, B. O. Wells, S.
L. Hulbert, Q. Li, G. D. Gu, N. Koshizuka, Science 285,

2110 (1999).
[29] A. Bostwick, T. Ohta, T. Seyller, K. Horn and E. Roten-

berg, Nat. Phys. 3, 36 (2007).
[30] Z.-H. Pan, A.V. Fedorov, D. Gardner, Y. S. Lee, S. Chu,

and T. Valla, Phys. Rev. Lett 108, 187001 (2012).

View publication statsView publication stats


	Exotic Kondo crossover in a wide temperature region in the topological Kondo insulator SmB6 revealed by high-resolution ARPES
	Abstract
	I introduction
	II result
	III discussion
	 ACKNOWLEDGMENTS
	 References


